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BANGLADESH COUNCIL OF SCIENTIFIC AND INDUSTRIAL RESEARCH(BCSIR)
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Institute Name: Designated Reference Institute for Chemical Measurements (DRiCM) |

Analytical Service Cell Ref No: Mar2020023152
Lab ID: M5520032401, Client Code: DRICM-CL-2020-401
Sample ID: LOT NO. BSL/002720, MFG: 01/2020, EXP: 12/2025
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Unit (Lab/Inst.) Ref No: DRICM/MSR/2020/06/04-01
Sample Receiving Date: 24/03/2020

Submission Date: 22 Mar 2020

Report Delivery Date: 04/06/2020

Sample Description: Product: Absorbent Cotton Wool (To be sterilised before use), G-Cotton Plus

Client's Details: Gouranga Lal Ray

BARISAL SURGICAL LIMITED

House#BMA Bhaban(3rd Floor), 15/2, Dhaka-1000

Number of Sample: 1

Report Details:
Parameter
Silica
Absorbency Test
Colour

No. Sample
No. of Total Analytes
No. of Total Services

Analyst

Md. Muniruzzaman
Senior Scientific Officer
Designated Reference institute for
Chemica! Measurcments (DRICM)

BCK!IR, Dhaka 1205

Method/Instrument Unit Result
BP 2012 V2 1942 % 0.0
EP 5.0 01/2005:0036 a/g 24 at 4s

Visual - White
01
03
03

Section/Division In-CHaFge

Md. Abu Hasan

Scientitic Ofticer
Designated Reference Institute
Chemical Measurements (DRIC

BCSIR, Dhaka-1205
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Note:
a. The results reported here pertained to the sample received in this laboratory only.

b. Complain and/or query regarding delivered test report should be lodged within one month of
report delivery date.

c. The laboratory is not responsible for the data quality affected due to sampling, transporting and
storage conditions of the sample(s) maintained before received in the laboratory.

d. The report shall not be reproduced/published partly or fully without prior approval of the authority.
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